
MME308: Materials Processing 

Structures  and  textures  of  minerals  and their  significance  in  mineral  treatment.  Ore 
dressing,  basic  comminution  process:  crushing,  grinding,  sizing  analysis  and 
determination of mineral libration characteristics, Separation methods: heavy medium 
separation,  gravity  separation,  magnetic  separation,  electrical  separation.  Froth 
floatation;  dewatering,  trailing  disposal,  physical  and  mechanical  process  of 
agglomeration


